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701.02.9 Aggregate for CTB
Furnish aggregate for CTB; including added blending material in accordance with Table
701-13.

TABLE 701-13
TABLE OF GRADATIONS - AGGREGATE FOR CTB

Percentage By Weight Passing Square Mesh Sieves
Sieve Size Percent Passing
%-inch (19.0 mm) 100
No. 4 (4.75 mm) 40-70
No. 10 (2.00 mm) 25-55
No. 200 (0.075 mm) 212 | __— { Deleted: 4




